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Applicant Information (/15 8)

Applicant Name(ZHE #.47) . Jiashan Hongtai Printing Material Co.,Ltd. (553 % Z2 1% LA R TR 24 7))
Contact person(Z4Et\) . Wang Kaigui(EF 5%

Sample Information (&A1& E)

Sample Description(#£5:##i&) : One piece of white woven fabric(—3t (3 L2 k)
Style No.(Z#5) © HT-1

Style Name(§:44) : B ARG
Sample Quantity(Ff 5 ¥0&) : 1m*1.2m
Colour(Fith) . bleach(Z )

Color and Description(Zi s & ##iR) : 709 HFLgi—k

- Sample receiving/Test started date (¥ 532 F /A2 44 H ) : 2021-08-05
- Report date (fix & H 1) : 2021-08-07
- The original sample is sticked on the last paper. (XK i LR WG 7E AR 15 1A )

Test Performed (KEAni:)

Judgement according to(3F & K HE):N/A
- Selected test(s) as requested by applicants. (45256 % MR 2 7 B R 58 1 DL R A Y 25)

Pronounce (FHH)

The test report cannot be reproduced, except in full. The reproduced report is invalid if the original stamp of testing
and inspection is omitted. The following test(s) were completed according to the applicant’s requirements and the
results shown in this report refer only to sample(s) tested . ( KRS G5 E b, 4 CEHIBRAN, EHlHRE RN
F AU RIS B TR ARG AR 7 7 EORSE L BRI 2, A 2R O SREE S T )

The test results and the conformity judgement of this report do not take the uncertainty of the test results into

account. (A 25 K 28 FL K FF AP e AN FE I B 45 R E . )

Signed for and on behalf of
United Testing Services (Suzhou) Co., Ltd.

Approved by Main testing by Prepare by
(HHLHE) (FA4) (GLD)
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- Test Result (WAL R) -

1. Flammability(#R%etERE) GB/T 14644-2014 The 45°test determination of flame spread rate.(45° 7 /m B 4E % %)

Flame spread time (‘K Jg & ZE i [7]) N/A
Flammability Classification(FH#£2% 1)) class 1
Burn Code(¥4 52 51) DNI

Remark(#7%): 1) Classl (1 %) =Normal Flammability 1E% ]84
2) DNI=Did Not Ignite CA#RE)
3) N/A=No flame spread time(Jc K & & 4L} [7])
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